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Development of Concept for Concurrent

Biocide Generation and Water System Purification

The general objectives of this work are outlined as follows:

i. Measure iodine production rates as a function

of potential to determine optimum potentials.

2. Measure iodine production rates as a function

of iodine concentration to determine the lower

limit of iodide concentration that can be used.

3. Study the effect of electrode size and geometry

upon iodine production rates.

4. Study the feasibility of using stainless steel

as reference electrodes.

5. Compare polarization curves of stainless steel

in corrosive sulphuric acid to those in dilute

solutions of KI.

6. Construct and demonstrate a scaled laboratory

model of the proposed electrochemical system.
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Background

Our previous work showed that larger and more re-

producible iodine production rates were obtained in a cell

in which the cathode and anode were separated by a glass

frit. This arrangement prevented iodine generated at the

anode from being reduced at the cathode. Unless otherwise

noted, all work presented was done in a two compartment cell

as illustrated in Figure lA. The potentiostatic circuit for

maintaining constant potentials is illustrated in Figure IB.

A small amount of stirring increased anodic currents

which at -1150 my represented increasing iodine production

rates. Stirring was accomplished by a magnetic stirring bar

and a variable rheostat. The voltage output from the rheostat

was used as a measure of the stirring or convection rate.

Below a setting of eight volts the stirrer did not move. As

illustrated in Figure 2, increasing the voltage from 10v to

100v appeared to increase the anodic current, but upon de-

creasing the voltage from 100v to 10v, the current remained

sensibly constant at 1.28 ma. At a pre-set voltage, the

current slowly increased to approximately 1.28 ma. Since

it was observed that a small amount of stirring increased

-2-



SCE Stainless steel

reference working electrode

Platinum
counter
electrode

Ii

glass frit

Figure lA. Schematic of Electrochemical Cell
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Figure IB

Schematic Diagram of the Circuit Used

to Maintain a Constant Potential
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iodine production rates as much as higher voltages, a setting

of 10v was arbitrarily selected to represent a constant stirring

rate.

Iodine concentrations, as measured with the Beckman

iodine meter, did not increase linearly with time, particularly

at longer time periods. Since the iodide solutions used were

relatively dilute (maximum of 382 ppm I ), the iodide concen-

tration decreased significantly with time during the experiment.

When iodine concentrations were calculated on the basis of con-

tinuing source of iodide to maintain the initial iodide con-

centration, the iodine concentration-time relationship became

linear. The calculations were based on the following empirical

formula:

[iodine] projected = [iodine] measured ([I-] initial

([I I initial - n[iodine]
measured)

where n is 2 for the reaction 21 - 1 2 + 2e, and n is 3 for the

reaction 31 - 13 + 2e. The data presented in this report are

projected iodine concentrations and rates of evolution.

Initially the potentials, currents, and iodine pro-

duction rates were not stable and reproducible. The main reason

for instability of these measurements was the non-equilibrium

state of the working electrode. Table I. and Figure 3. shows
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the initial iodine production rates. Initially some diffi-

culty was also encountered in maintaining potentials more

anodic than 900 my vs. SEC. When the electrochemical cell

was surrounded by aluminum foil (Faradaic cage) and electri-

cally connected to water pipe ground, potentials, currents

and iodine production rates became more stable and reproducible.

The electrochemical cell was electrically grounded in all

expreiments following these initial observations and measure-

ments.

The Beckman iodine meter measures only 12 concen-

trations and in the presence of iodide, 12 usually exists as

the triiodide ion (ie,I 3 ). For comparison purposes iodine

concentrations and rates assume both species in this report.
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Figure 2.

Effect of stirring on current for 321

Stainless Steel in a 500 ppm KI (382 ppm I)

solution at +1150 my vs. SCE
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Figure 3.

Effect of anodic polarization upon iodine pro-
duction rates. 500 ppm KI (382 ppm I-) in dis-
tilled water. Stirrer set at 10 volts. Surface
area = 0.54 cm 2. Anode was 321 Stainless Steel.
The electrochemical cell was not electrically
grounded. Room conditions. Iodine concentrations
are based on 382 ppm I constantly present and on
the reaction 31- 1- + 2e.
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TABLE I.

Iodine production rates at anodic poten-

tials shown in Figure 1.

Potential Iodine Production Rate

(mv vs. SCE) (ppm/minute)

+900 0.56

+900 0.40

+850 0.40

+800 0.34

+600 0.27

+675 0.16

+650 0.15

+600 0.10
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Iodine Production Rates

The iodine concentration-time relationship under

constant anodic polarization are shown in Figures 4A, 4B,

5A, and 5B. Iodine production rates at these applied po-

tentials are listed in Table II. The rate of iodine pro-

duction was observed to increase in the anodic region of

+750 my to +1150 my vs. SCE. In the region of potential

of +1150 and +1500 my, the rates became essentially constant.

This is shown moreclearly in Figure 5 in which the iodine

production rate-constant potential relationship is plotted

on the same graph and compared with iodine production rates

calculated from a typical potentiostatic polarization curve.

Up to +1000 my the measured and calculated iodine

rates for both and are in good agreement and within
rates for both 2 and
acceptable experimental error limits. At potentials more

anodic than +100 mv, the iodine rates calculated from the

polarization curve are larger than those measured. This

difference appears even larger because the measured iodine

rates are projected on the basis of a constant iodide con-

centration. These larger currents may be due to oxidation

of iodine (either 12 or 13) to a hydrated iodine species as

-13-



Figure 4.

A. Assuming the reaction 21- 12 + 2e
S+ 2e

B. Assuming the reaction 31 I + 2e

Increase of iodine concentrations with time on 321

Stainless Steel under constant anodic polarization.

Surface area was 0.54 cm 2 . Room conditions.

A. Values based on 382 ppm I assuming the

reaction 21 + 12 + 2e

B. Values based on 382 ppm I assuming the

reaction 31 - 13 + 2e
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Figure 5.

Effect of larger anodic polarizations
upon the iodine concentration-time re-

lationships.

A. Assuming the reaction 21 - 12 + 2e

B. Assuming the reaction 31 - 13 + 2e
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I(H 0)+ , or to concurrent oxygen evoluation as well as oxi-
2 x

dation of the oxide film on the stainless steel. The oxida-

tion of the oxide film is discussed in more detail in another

section of the report. Since the iodine meter measures only

12 concentrations, another possibility is that the reaction

31 + i + 2e is occurring simultaneously, and the 13 con-

centration is simply not being measured. Regardless of the

reason, for any anamalous 12 production it is desirable to

keep the potential less anodic than +1100 my vs. SCE. This

provides maximum current efficiency and minimizes undesirable

side reactions. It is imperative that the potential for these

solutions be more anodic than 750 my vs. SEC for the generation

of iodine.

In addition to the iodine generation-time relationship,

the current-time relationship was also measured. This data is

shown in Figures 7 and 8. At a constant potential the current

generally decreased with time until moderately stable limiting

currents were obtained. These limiting currents were used to

calculate the concentration in ppm anticipated after one minute.

In Figure 9, these values for 12 and 13 are compared to those

found from the projected iodine rates. For each ppm of 12

projected, 1.2 ppm is expected from the current measurements.

For each ppm of 13 projected, 1.8 ppm is expected from the

current measurements. The excess current may be consumed by

any or a combination of the reasons listed previously. A

-20-



Figure 6.

Correlation between anodic polarization curve and

measured iodine production rates. 500 ppm KI(382 I )

Stirrer set at 10 volts. 321 Stainless Steel anode.

The electrochemical cell was electrically grounded.

Room conditions.

A. Iodine production rates calculated assuming

the reaction: 21 ) 12 + 2e

x From the polarization curve

0 From the Beckman iodine meter.

B. Iodine production rates calculated assuming

the reaction: 31 - 13 + 2e

From the polarization curve

A From the Beckman iodine meter
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TABLE II.

Iodine Production Rates

at Constant Anodic Potentials

Iodine Production Rate

Potential (ppm/min)

(my vs. SCE) A B

+1300 0.76 0.82
+1500 0.66 0.76

+1400 0.66 0.69
+1500 0.58 0.58

+1400 0.49 0.57
+1150 0.47 0.53

+1250 0.49 0.50
+1000 0.26 0.28

+900 0.10 0.10
+750 0.08 0.08

+750 0.01 0.01
+600 0 0

+400 0 0

Where A assumes 21 - I + 2e

and

B assumes 31 + I + 2e
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Figure 7.

Change of current with time at constant anodic

potentials. Room conditions. 500 ppm KI (382

ppm I ) Stirrer at 10v. Electrode area was

0.54 cm Anode was 321 stainless steel.
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Figure 8.

Change of current with time at constant anodic

potentials. Same conditions as in Figure 5.
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more precise one-to-one relationship is obtained if 12 is

used as the reaction product. In the presence of I , there

is a strong tendency for 12 to form I3. In the dilute solu-

tions employed .(maxiimum of 382 ppm I-), the concentration of

I may be so small that there is little probability of 13

production.

Effect of Iodide Concentration

A large iodine production rate for a 382 ppm I

concentration was measured at +1300 my vs. SCE. This poten-

tial was chosen as a convenient point at which to measure

iodine production rates in a series of iodide concentrations

ranging from 382 to 19 ppm. As shown in Figure 10A and 10B,

I2 and I3 rates decreased as the initial iodide concentration

decreased. The 12 and 13 production rates at each iodide con-

centration are ahown in Table III. From the current-time re-

lationship shown in Figure 11, limiting currents were estimated

and used to calculate the ppm of 12 and 13 expected per minute.

A linear relationship is shown in Figure 12 between 12 and 13

concentrations obtained from both current and iodine meter

measurements and iodide concentrations. A closer one-to-one

relationship was.found when 12 is presumed to be the reaction

product.

Influence of Electrode Geometry

All the work reported thus far was done on a 0.54 cm2

piece of 321 Stainless Steel. A new, fluted electrode was con-

structed from a rectangular piece of 2 mil stainless steel, as

-28-



Figure 9.

Comparison of measured iodine production rates

at constant potentials with those expected from

current measurements.

* Calculated assuming the reaction

31 + I + 2e

x Calculated assuming the reaction

21 I2 + 2e
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Figure 10.

Effect of I concentration upon iodine production

rates at constant potential (+1300 my vs. SCE).

Room conditions. Stirrer at 10v. Surface area =

0.54 cm 2 . Anode was 321 stainless steel. Iodine

concentrations are based on a constant initial

iodide concentration.

A. Assuming the reaction 21 + 12 + 2e

B. Assuming the reaction 31 13 + 2e
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TABLE III.

Iodine production rates at different iodide

concentrations at a constant potential of +1300 mv.

I conc. ppm of I Iodine production rates

initially present (ppm/minute)
A. B.

382 0.76 0.81

286 0.57 0.59

191 0.39 0.41

96 0.24 0.24

19 0.06 0.06
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Figure 11.

Change of current with time at different

iodide concentrations at +1300 my vs. SCE.

Room conditions. Stirrer set a 10v. Sur-

face area = 0.54 cm 2 . Anode was 321 stain-

less steel.
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Figure 12.

Change of iodine production rates with iodide

concentrations at +1300 my vs. SCE.

g Calculated from current measurements assuming

the reaction 21 + 12 + 2e

A Calculated from current measurements assuming

the reaction 31 - 13 + 2e

0 Measured with the Beckman iodine meter assuming

the reaction 21 + 12 + 2e

* Measured with the Beckman iodine meter assuming

the reaction 31 13 + 2e
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represented by Figure 13A. The area of this new electrode

2 2
was 7.32 cm compared to 0.54 cm for the flat electrode

represented in Figure 13B. Iodine production rates were ob-

served to be influenced more by the geometric relationship be-

tween the smaller working electrode and the reference electrode.

When the fluted electrode was positioned approximately 0.5 cm

from the reference electrode as illustrated in Figure 14A, the

iodine production rate from a solution containing 382 ppm I

was 0.14 ppm/min cm 2 at 0.54 cm 2 electrode. When the fluted

electrode was placed as close to the reference electrode as

possible, as represented by Figure 14B, the measured current

increased to 3.8 ma. This curren corresponded to an iodine

production rate of 0.55 ppm/min/cm 2 shown in Figure 13C. The

relative position of the electrode, therefore, alters the

iodine production rate. However, when the position was main-

tained constant and the fluted electrode was compressed and/or

stretched, no change in the iodine production rate was observed.

Polarization Curves of 321 Stainless Steel

in Dilute KI Solutions

Much of the work was done on stainless steel working

electrodes under anodic polarization; however, cathodic polari-

zation curves were also run and typical data for unstirred solu-

tions is shown in Figure 15. In solutions containing only KI

and deaerated with an inert gas to remove oxygen, the only re-
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Figure 13

Effect of electrode shape and size upon

iodine production rates from 382 ppm I

solutions.
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Figure 14.

-Reference -Reference
/ electrode electrode

I I

1 Reference
electrode

--Stainless steel Stainless steel
working electrode '' working electrode

Yf-Stainless steel
working electrode

(A) Distance between the (B) Distance between the (C) Distance between

reference and working reference and working the reference and

electrodes was 0.5 electrodes was 0.1 cm., working electrodes

cm (Area was 7.32 was 0.1 cm. 2 (Area
cm ) was 0.54 cm 2 )



Figure 15.

Cathodic Polarization Curves
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duction reaction evident was hydrogen evolution near -1000

my vs. SCE. The presence of oxygen in the solution caused a

reduction wave near -400 mv. The presence of iodine caused

another reduction wave which started at open circuit. In the

presence of both iodine and oxygen, both reduction waves were

present prior to hydrogen evolution.

A typical potentiostatic polarization curve in a

stirred solution containing 500 ppm KI is shown in Figure 16.

The cathodic curve is similar to that in the unstirred solu-

tion. There was no reduction of iodine but starting near

-400 my, there was reduction wave which involved oxygen. Near

-1000 my hydrogen evolution began. With stirring the reduction

involving oxygen increased and a less well defined diffusion

limiting current was obtained. Between -0.2v and +0.3v, only

small background currents were measured. At 0.6v, anodic cur-

rents increased due to the start of iodine production. The

large anodic wave resulted from one or a combination of waves

due to iodine production, oxygen evolution, iodine oxidation,

and/or oxidation of the passive film on the stainless steel.

With additional anodic polarization, clear bubbles of oxygen

could be seen on the steel surface.

Polarization Curves in Acidic Solutions

Anodic potentiostatic polarization curves were run

for 321 stainless steel in acidic solutions as 1.ON H 2 SO .
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Figure 16.

Typical Potentiostatic Polarization Curve

-46-



rTypical Potentiostatic Polarization Curve

Z-184 0 i___. .____ ."____ .I ! .
8

. " . - -_ -. _ --- ,-

7-

5 -

4t

-77

,1,--O O! -•- -

7 _;- - -.. . . - - ' " _.._

"_- 1- - _ . _ - _"

- .a- -c m- - .j -. : -_ - __ _ _ _ :_ _ _ - - - -- -_ ,-: ... - _. .. -i . ... . . .._ -

___ _ _-_--_ -- __ ___ a--........ ....... ______I r

8 . - -

4-

21

70-

_ : a m c m . ..i_ _ •I . . . .: . . .: - .. .,_ :. ..-

9 -- -- - .. '• " . . . - - _ --

7 - --- - - -_ _ - - - -

.... . .. .. . - -- ' . : - -:: . . . . . . . . . . . .

--- 1". " - -_0 -0.:8 -0.6 -0.4 -0.2 0 .2 .4 .6 .8 1.0 1.2 1.4

---- Cycle : Ile ic I  V t__ vs- . ..

F ' ~ j :. .. _- - . .... _ __ -: I - -.J _ _ _ _.... _- - -- - -_ .-- :- -. .

. .. .. ---_

- 7 
_ __ • " :_ . . .: . _ _- -i ._ f .-

' t -+ -- -- ': - r- - ,. > - . . I . - - 1 - __/ ---_ -_-- -:-. -- -

- -7- -- --7 _. "7-7--7:i- i------.:. . . .. . :- I.-- - - :: . . . . : : . - --- = -

..... .. . . . . .. I . . ." ---- -- " " --f.... ... .... . . ... . .. . . . . ... .

. . . . . .. . .. _ _ _ " _, . . . .._ _ _ - - - _ _'- l_ _ __ -_ - -_ _ _

2 ...:_ " .... ..: - - i ~ : - - ": ::-: :: :: ---- I --:__ . . . . ... . ... .. .. .L

7. ..- - . - -. . - .7 -- .- .. ~... ... . . -..... .... . --. .. .. ..___-_ -_ -7 "

4 ........................ ... . . .. .. ....... .. ... . - . - - - .. .. . . . . . . ... . . .

*_ 2 .. .. -- - :L -- I .. ... -. . . ... / -! ... ... . ..7--:

-I.. -- -.-.-.-- .- -..... / ] ] l-_: l---] _____ . __ -_ : /_ -- -- ] 
L 

-
I- I I

____________ -_ -______ \ _____ _. . . _ _ !. .. _ _L_-_/..._. : . . .. .

-1.0 - -0--0.- 0.4 -0.2 0 . .46 8, 1 0... . 2- . 4...

Potrenti'1 Volt vs, SCE



As shown in Figure 17, the presence of oxygen had little

influence on the general shape and geometry of the anodic

curves. In both cases no passive peaks were observed. Anodic

currents first increased slowly due to slow dissolution and re-

placement of the surface film or to transport of ions through

an imperfectly formed film. This slow current increase is not

characteristic of an active corrosion process. At +850 my

vs. SCE, anodic currents increased rapidly with a Tafel slope

of approximately 100 my per current decade. A current peak

was reached at +1350 mv. This peak is characteristic of high

content stainless steels in acidic solutions and is believed

to be due to oxidation of chromium from trivalent to the hex-

avalent form in the surface film. The hexavalent ion subse-

quenly dissolves. Such peaks have been shown by other re-

searchers to increase with chromium content in the steel. The

small current decrease indicates this new film is not very

protective.

An increase in height of the current peak starting

near +850 my with increasing hydrogen ion concentration is

shown in Figure 18. In a solution of 10 ppm KI in 0.1M NaClO 4

supporting electrolyte solution, no current peak was measured.

In INH2SO currents in this peak region were almost three orders

of magnitude larger than those observed in the 0.1M NaClO4 solu-

tion. The peak currents in 3.6N H2SO 4 were an order of magnitude
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Figure 17.

Anodic potentiostatic polarization
curves of 321 stainless steel in

1.0 N H2SO

, Room conditions, oxygen present

E Oxygen removed by bubbling with

argon
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Figure 18.

Anodic potentiostatic polarization curves

of 321 stainless steel bubbled with argon

or helium to reduce oxygen concentrations.

- 3.6 N H2SO 4

A 1.0 N H2SO24

. 10 ppm KI in 0.1M NaClO 4

-51-



3
5

9
 _

9 
I 

K
C

U
r
r
L

 
S

E
S

S
L

R
 

C
O

.
'-
L
tt
'tt

tr
ti
m

 
5 

C
y1

 
: 

1 it
 

to
 t

h
e
 

in
ch

i,
t
.
h
 

E
n
o
 

n
 

et
:d

.

C
A
D
E
 I
t
(
 U
. 

A
.

t~
~

~
~

A
 

I 
tI

 
lI

H
Ir

v

C
 

I

I
 

il
l)

. 
t

0
L
 

~ 
i
 

i
 

'
I
.
-
.
.
.
.
.
.
.
.
.
j
.
j
.
j
 

l



larger than in IN H 2So 4.

Even though iodine was spontaneously liberated from

500 ppm KI in 3.6 N H 2 SO 4 , the anodic polarization curves in

3.6N H 2 SO4 and 3.6 N H2SO4 containing 500 ppm KI were measured

and are shown in Figure 19. From open circuit to the chromium

oxidation peak, anodic currents in the presence of KI were lar-

ger due to oxidation of iodide ions to iodine. Within experi-

mental error, currents more anodic than +1100 my were essentially

the same regardless of the presence of KI and iodine.

In Figure 20, anodic potentiostatic polarization

curves in 3.6 N H 2 SO 4 and shown versus SCE and

versus 321 stainless steel as reference electrodes. The general

shapes of the curves are the same and parallel. For a given

current the potential versus stainless steel was more positive

than versus SCE. Similarities in the two curves indicate

that stainless steel can be used as a suitable reference

electrode.

In order to reduce the surface film before anodic

polarization, the 321 stainless steel electrode was held at

-440 my vs. SCE for two minutes. At -400 my vigorous hydrogen

evolution was evident. When cathodic polarization was re-

moved, the open circuit potential after five minutes.stabilized
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Figure 19

Anodic potentiostatic polarization curves of

321 stainless steel. Bubbled with argon to

reduce oxygen concentration.

0 3.6N H2 SO 4 + 500 ppm KI

e 3.6N H2SO 4
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Figure 19
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Figure 20.

Comparison of anodic potentiostatic polarization

curves of 321 stainless steel in 3.6N H2SO 4.
Bubbled with argon to reduce oxygen concentration.

(D vs. 321 Stainless steel

0 Saturated calomel electrode
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at -380 mv. At open circuit a black film began forming on the

surface. When the potential was shifted to more anodic values

at the rate of 5 my per minute, a passive type of current-

potential region was found, as shown in Figure 21. The current

rapidly dropped from approximately 6,000/pamp/cm
2 to 80 pamp/cm 2

2
Over a 1.2v range the anodic current remained near 100 lamp/cm

This indicates slow dissolution but not true passivity of the

surface. At 1.0v the current again increased rapidly due to

chromium oxidation in the surface film. When the electrode

potential was held at -400 my for two minutes, a black film

formed at first and then dissolved; then a reddish film formed

and dissolved. The regions of potentials over which these

events occurred are given in-Figure 22.

Other workers have also found a strong dependence of

anodic current density in the active-passive conversion region

at the time of anodic treatment and pretreatment, particularly

for alloys from 12.2% to 19.1% Cr. For these alloys the nar-

row active potential region extended from approximately -0.35

to -0.15v, and then only for electrodes electropolished and

etched prior to immersion in the solution. It has been shown

that there is a narrow active potential region in strong H 2 SO 4

from -380 my to -200 my and only for electrodes cathodically

reduced. As demonstrated in this work, as well as that of others,

the electrodes electropolished and rinsed without etching were

spontaneously passive upon immersion. This was indicated by
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Figure 21.

Anodic potentiostatic polarization curves

of 321 stainless steel in 3.6 N H2SO .

Bubbled with argon. Held at -400 my vs.

SCE for two mintues before each run.

o Trial #1

A Trial #2
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Figure 21
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Figure 22

Anodic potentiostatic polarization curves of

321 stainless steel in 3.6N H 2 SO 4 . Bubbled

with argon.

D No pre-treatment (cathodic)

e Cathodically held at -400 my for

two minutes
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the absence of large amounts of anodic current flow upon shifting

the electrode potential to more noble values and by an immersion

potential more noble than -0.15v.

Polarization Curves of Stainless Steel

For actual Skylab sue, a more convenient and practical

reference electrode than a saturated calomel electrode is de-

sirable. Current-time and potential-time curves for Type 304

and 321, as well as a section of stainless steel bellows com-

parable to that to be used in the Skylab program were measured

versus 304 and 431 stainless steel coupons as reference elec-

trodes.

All the electrodes used are illustrated in Figure 23.

Curve A of Figure 24 shows a continuous decrease of current

with time for a 321 stainless steel working electrode (0.54 cm 2

versus a 304 reference electrode (8 cm 2 ) in a solution originally

containing 500 ppm KI. Figure 24A gives an essentially con-

stant potential-time relationship for these electrodes at an

applied voltage of _1235 mv. At +1200 mv, some oxygen could

be evolved, but most of the current has been demonstrated to

be due to iodine production. As the iodide ion concentration

decreases, the measured current decreases.

Curve B of Figure 24 is the current-time relationship

for the metal bellows sample (7.81 cm 2 ) versus a 321 stainless
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321 Stainless 321 Stainless
3 steel working steel reference

321 Stainless steel 304 Stainless steel electrode (2.89 electrode (0.54

working electrode reference electrode cm2) cm 2 )

(0.54 cm 2 ) (8 cm 2 ) cm

321 Stainless
steel reference
electrode (0.54

304 Stainless cm 2 )

steel working
electrode (7.03
cm 2 )

321 Stainless Steel

electrode (0.54 cm 2 )

Spacecraft stainless steel

working electrode (7.81 cm 2 )

Figure 23
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steel reference electrode (.054 cm2). For the first twenty

minutes the current increases, but then decreases again with

time as expected. Figure 24B shows the potential drift from

1040 my to 1160 mv. After forty minutes the potential stabi-

lizedat approximately +1150 mv. The applied voltage was

+1200 mv. The initial current increase paralleled this shift

of potential to more anodic values. When the potential stabi-

lized, the current decreased again as iodide ions were oxidized,

the current decreased again as iodide ions were oxidized to

iodine.

The initial increase of current and potential is

shown even more clearly in Figure 2C and 2C'. After ten minutes

the current decreased sharply wi.th time. At sixteen minutes the

potential stabilized at +1120 mv.

The current-time behavior for a larger piece of 321

stainless steel (2.89 cm 2 ) is shown in Figure 25A. For the

first twenty-four minutes, the currents increase but then

decreased sharply with time, as in the other experiments. How-

ever, in Figure 3A' the potential is seen to remain essentially

constant at +1160 mv.

Curve B of Figure 25 exhibits a continued increase of

current with time or a 304 stainless steel electrode (7.03 cm 2

versus a 321 stainless steel reference (0.54 cm2). Curve B'
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Figure 25
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shows a shift of potential from +1210 my to +1110 my with

time. For this experiment the applied voltage was set at

+1130 mv. Both the current-time and potential-time rela-

tionships were opposite to those in reported previous experi-

ments. The solution color was more brown than previous iodine

solutions. When starch indicator was added to a sample, no

deep blue color, characteristic of the iodine-starch complex

was developed. The absence of iodine was verified with the

iodine meter. A visual survey of the 304 stainless steel

surface revealed pits in the steel surface and especially

along the edges of the thin sheet electrode. The concentra-

tions of iron and chromium were not measured in this experi-

ment; however, dissolution of iron was evident.

The concentrations of iron and chromium from 321

and the bellows stainless steel when immersed in distilled

water containing 500 ppm KI were measured as a function of
2

time by atomic absorption spectrometry. When a 7.81 cm sam-

ple of spacecraft stainless steel was polarized at a potential

of -1160 my for 106 minutes, the concentration of iron was

found to be less than 0.05 ppm, and the chromium concentra-

tion was 0.113 ppm. When a sample of 321 stainless steel
2

having an area of 3.89 cm was polarized under the same con-

ditions for two hours, the iron concentration was found to

be 0.75 ppm, and the chromium concentration was 0.10 ppm.
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2

Approximately 14 cm sample of the metal bellows stainless

steel was immersed in distilled water containing 10 ppm

iodine. After 24 hours the iron concentration was 0.05 ppm,

and chromium was observed to be 0.05 ppm. After 47 hours the

iron concentration was calculated to be 0.10 ppm, and chromium

concentration remained at 0.05 ppm. More data over longer

periods of time is needed to firmly establish the corrosion
-3

rates. These preliminary values correspond to 3.6 x 10 3m P
cm hr

-3
for the bellows stainless steel at +1160 mv, 130 x 10 3m h

cm hr

for the 321 stainless steel at +1160, and 0.2 x 10 3m

cm hr

for the metal bellows in distilled water containing 10 ppm

iodine at open circuit potential. Assuming uniform corrosion

rates, these values correspond to iron dissolutions of 3.0

x 10- 4 cm/yr for the metal at +1160 mv, 72 x 10 - 4 cm/yr for

the 321 stainless steel at +1160 mv, and 0.17 x 10 4 cm/yr for

the stainless steel at open circuit. Anodic polarization

sharply increases the iron dissolution rate. This increase

may have been due to the increased anodic oxidation of the

passive film on the stainless steel discussed in the section

on anodic polarization in corrosive solutions. Indeed, cor-

relation curves have shown that at potentials more anodic

than +1100 my vs. SCE not all the current is consumed by

iodine production. The additional current could be caused

by some anodic dissolution of the stainless steel.
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In all experiments the current densities for the

321 stainless steel were larger than those for 304 and the

bellows stainless steel for the same length.of time. For

the 321 stainless steel, the sides and back were covered by

an epoxy resin. For the thin 304 and bellows stainless steel

strips, the backs and sides were exposed and total area

measured. The differences in current densities were un-

doubtedly due to the higher efficiency for iodine production

of the side facing the reference electrode.

Simulated Skylab Polarization Cell

In order to simulate actual Skylab tanks, the cell

illustrated in Figure 26 was constructed. At +900 my vs.

a stainless steel reference electrode, no iodine was generated

from distilled water containing 50 ppm KI (38 ppm I). At

a potential of +1000 my the concentration of iodine increased

with time as shown in Figure 27 for both stressed and unstressed

conditions. Stress was applied by screening down the plunger

and thereby compressing the bellows. The unstressed condition

showed a larger iodine production rate, 0.13 ppm/minute, com-

pared to the stressed, 0.10 ppm/minute. In compressing the

bellows the distance and therefore the resistance between the

bellows and reference electrode was increased. Compression

also decreased the area of the working electrode. Either of

these factors could account for the decrease in iodine pro-

duction.
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Figure 26.

Simulated Skylab Water Tank
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Figure 27.

Iodine production rates on the simulated Sky-

lab tank in distilled water containing 50 ppm

KI. Room conditions. Surface area was approxi-

mately 75 cm 2
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At +1000 my vs. SCE the iodine production rate from

distilled water containing 500 ppm KI (382 ppm I-) was 0.49

ppm/cm2/min. compared with approximately 0.0017 and 0.0013

ppm/cm2/min for the simulated tank at +1000 my vs. stainless

steel. Some of this decrease in production rate was due to

the former solution being an order of magnitude more concen-

trated. The decrease in production rate may also be due in

par.t to anodic dissolution of the stainless steel.

It was also observed that the solution color after

anodic polarization was more cloudy than in previous iodine

production studies. A careful visual examination revealed

that a reddish solid material was suspended in the liquid.

After four and one-half hours in a solution of 50 ppm KI

in distilled water, with the tank at open circuit (no ex-

ternal polarization) showed iron and chromium concentrations

in solution of 0.1 and 0.005 ppm respectively. No reddish

color was present. After polarization at +1000 my for 112

minutes, the iron and chromium concentrations increased to

0.6 and 0.3 ppm respectively. However, the reddish solid was

found to be present. When the reddish solid was dissolved

in acid, the iron and chromium concentrations were found to

increase to 6.5 and 1.0 ppm respectively. The stainless

steel tank was therefore dissolving under anodic polarization.

This disadvantage may be attributed to the low anodic current

density which necessitates large anodic potentials so that a
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measurable iodine production rate may be obtained.

Another possible explanation of these high ion con-

tents in the geometry of the "tank" or electrochemical cell

configuration. The anode is very large compared to the cathode,

which means that the anodic current density (iodine production)

is low and cathodic current density (hydrogen production) is

high. As hydrogen is evolved (2H20 + 2e H2 + 20H ), the

solution becomes slightly basic. In the more basic solution,

the stainless steel dissolves to give the reddish iron-hydroxide

precipitate or complex.

Lf the stainless steel tanks are used as anodes, a

method must be used to greatly increase the surface area of

the cathode. Another possibility is to use the stainless

steel tank as the cathode and a smaller stainless steel or

platinum electrode as the anode. This would provide the ad-

vantage of having some cathodic protection to the stainless

steel tank, plus decrease the cathodic current density (hydro-

gen evolution). The anode size could then be selected to pro-

vide a high anodic current density for iodine production.

In 3.6N H2SO4 the oxide film on stainless steel was reduced

near -400 my vs. SCE. In essentially neutral solutions, as

anticipated for the Skylab system, this reduction is not ex-

pected; however, dissolution rates over long periods of time
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for the stainless steel under reducing conditions should be

measured in order to demonstrate this phenomenon.

Future Work

1. Measure the loss of I , 12 or.-I with time from dilute

solutions.

2. Measure stainless steel dissolution rates under various

conditions, including reducing conditions.

3. Study teflon film (or other materials) as diaphrams be-

tween the anode and cathode.

4. Study the cathode behavior of the stainless steel tank.

5. Demonstrate a working model of the proposed electro-

chemical system.
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